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ABSTRACT 

A study was made of the mechanical properties of vacuum arc-melted tungsten and 
tungsten-rhenium alloys in the temperature range 77' to 810' K in order  to elucidate the 
mechanism by which rhenium additions lower the ductile-brittle transition temperature 
of tungsten. The temperature and s t ra in-rate  dependency of the yield s t r e s s  of tungsten 
is reduced by alloying with rhenium. This is shown to be because of a reduction in  the 
Pe ier l s  s t r e s s .  The reduction in  the transition temperature is attributed to the reduced 
Peier ls  s t r e s s  through i ts  effect on the mobility and rate  of multiplication of dislocations. 
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YIELDING AND FRACTURE IN TUNGSTEN AND TUNGSTEN-RHENIUM ALLOYS 

by Peter L. Raffo 

Lewis Research Center  

SUMMARY 

A study was made of the mechanical properties of vacuum arc-melted tungsten and 
tungsten-rhenium alloys in  the temperature range 7 7 O  to 810' K. The ductile-brittle 
transition temperature of the unalloyed recrystallized tungsten prepared for this study 
was 490' K and was reduced to 430' and 350' K by additions of 2 and 25 percent rhenium 
(Re), respectively. The temperature and s t ra in  rate dependence of the yield stress of 
tungsten is decreased by alloying with rhenium. The work-hardening rate of l-percent 
plastic s t ra in  for unalloyed tungsten (W) increases rapidly with decreasing temperature, 
although it is relatively independent of temperature in the W-Re alloys. In unalloyed 
tungsten and dilute W-Re alloys, f racture  was mainly by cleavage. In these materials, 
f racture  is controlled by crack initiation; in the W-25-percent-Re alloy, failure is con
trolled by crack propagation. The observations suggest that yielding of unalloyed tungsten 
is controlled by the nucleation of kink pairs over the Peierls ba r r i e r .  Alloying with 
rhenium reduces the Peierls stress. The yielding of a W-25-percent-Re alloy is con
trolled by a s imilar  mechanism at low temperatures; at higher temperatures, an appar
ent decrease in  the s tacking-fault energy alters the yielding mechanism to one in which 
it is controlled by the recombination of dissociated screw dislocations. The reduction 
in the transition temperature in W-Re alloys is thought to be caused by the stress relax
ation effect of an increased plastic-strain rate at the tip of a crack as a result of in
creased dislocation mobilities and multiplication rates. 

INTRODUCTlON 

The applications of tungsten and its alloys have been limited to a great  extent by their  
brittleness at ambient temperatures. Typical ductile-brittle transition temperatures for  
arc-melted tungsten sheet range from approximately 475' to 525' K and 560' to 645' K 
for  wrought and recrystallized sheet, respectively (ref. 1). High ductile-brittle transition 
temperatures are not peculiar to  tungsten; they also characterize the other group VI 
metals, molybdenum and chromium (ref. 2). 
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Various theories have been advanced to explain the brittleness of these metals, with 
varying degrees of success.  The fact that the transition temperature is sensitive to the 
presence of intersti t ial  impurities has received the most  attention and is supported by 
the fact that zone purification of molybdenum and tungsten has resulted in  significant 
decreases  in  the transition temperature (refs. 3 and 4). The major effect of inter
stitials appears to  be related to their interaction with grain boundaries either in solid 
solution o r  as Lxecipitate(ref. 5), since single crystals of the group VI metals are 
ductile at temperatures well below ambient. Other theories advanced to explain the ex
t reme brittleness are based on the intrinsic properties of dislocations in tungsten, 
molybdenum, and chromium in that the low dislocation mobility in these metals does not 
allow gross  plastic flow to occur in  front of propagating cracks which would tend to blunt 
them (ref. 5). 

A very effective way to lower the ductile-brittle transition temperature of tungsten 
is by alloying with rhenium (ref. 7). Additions of rhenium as low as 1 percent (all 
compositions in atomic percent) are capable of producing a noticeable decrease in the 
transition temperature; however, much larger  decreases  in  the transition temperature 
occur in more concentrated alloys, particularly those near the solvus line. A reproduc
tion of the tungsten-rhenium (W-Re) phase diagram is shown in figure 1 (ref. 6). These 
effects have also been observed in molybdenum (ref. 8) and chromium (ref. 9) alloyed 
with rhenium. In addition, other chromium base systems, such as chromium -ruthenium, 
chromium-iron, and chromium-cobalt, also show improved ductility near the solvus line 
(ref. 10). 
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Figure 1. - Tungsten-rhenium phase diagram (ref. 6). 
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The present investigation was  initiated in order to provide some basic mechanical 
property data on the temperature and strain-rate sensitivity of the yield s t r e s s  in poly
crystalline W and W-Re alloys. It was anticipated that such information would lead to a 
better understanding of the brit t le f racture  process in these materials because it is 
thought that the relative ease of dislocation motion controls the ease of crack propagation. 
Both dilute alloys (1- to 7-percent. Re) and an alloy whose composition (25-percent Re) is 
near the solvus line were studied. 

SYMBOLS 

b Burger's vector 

C constant 

E C  line tension at top of Peier ls  bar r ie r  

EO equilibrium line tension 

H activation energy 

HO thermal energy needed to bypass obstacle in absence of stress 

k Boltzmann's constant, 1 . 3 8 ~ 1 0 - ~ ~(J)(OK) 

T temperature 

Td ductile -brittle transition temperature 

Tr ref e rence temperature 

TO temperature where u* = 0 

2uK energy to form pair  of kinks 

v* activation volume 

z constant 

Y' stacking fault energy on 1112)  planes 

< st ra in  rate 

�0 
frequency factor 

x strain-rate sensitivity of yield s t r e s s  

shear modulus 

U tensile strength 
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effective stress 

brit t le f racture  stress 

yield stress 

yield stress in compression 

yield stress in tension 

change in stress after tenfold change in s t ra in  rate 

athermal component of yield stress 

shear s t r e s s ;  for polycrystalline materials,  T = 1/2 G 


effective shear yield stress 


Peier ls  stress 


value of T* at absolute zero  

EXPERIMENTAL PROCEDURES 

The unalloyed tungsten and tungsten-rhenium alloys used in this program are listed 
in table I together with carbon and oxygen analyses sampled from the swaged rod. In ad
dition, the grain s izes  obtained on the rod after a 1-hour anneal at 2255' K are listed. 

Fabrication techniques used for the alloys have been documented previously (ref. 7). 

TABLE I. - ANALYSIS OF MATERIALS r-Alloy Analyze( Interstitial analyses: Average grair 
rhenium PPm diameter after 
content, 1-hr anneal 

:arbon a t  2255' K,at. '% 
cm 

Unalloyed 0 4 3 . 9 6 ~ 1 0 - ~  
tungsten 

W-1-percent Re 1 .0  3 5.29 

W-2-percent Re 2 . 0  4 6. 39 

W-7-per cent Re 6.8 3 3.68 

W-25-percent Re 24.8 6 6.08 
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Briefly, the procedure consisted of initially a r c  or electron-beam melting of sintered 
electrodes in vacuum, followed by hot extrusion to bar  stock. The extruded bar  was then 
swaged to either 0. 25 inch (0.64 cm) or 0. 33 inch (0.84 cm). Buttonhead tensile speci
mens of the type previously described in reference 11were ground from the swaged rod 
with a 0. 14- o r  0. 16-inch (0. 37- or 0.42-cm) gage diameter and a 1-inch (2. 54-cm) gage 
length. The specimens were recrystallized in  vacuum for 1hour at 2255' K. Pr ior  to 
testing, the specimens were electropolished in a 2-percent sodium hydroxide solution at 
12 to 15 volts. 

Tensile tests were performed at a s t ra in  rate Of approximately 8 . 3 ~ 1 0 ~ ~sec-' 
using a split-grip arrangement. Above room temperature, the specimens were heated in 
air in a quartz-tube radiation furnace. Below 298' K various temperatures were obtained 
by blowing cold nitrogen gas onto the specimen in  an apparatus similar to that described 
by Wessel (ref. 12). The temperature was measured by a copper-constantan thermo
couple. Compression tests were performed at approximately the same s t ra in  rate, 
although there was some scatter (-10 percent) due to minor differences in the initial gage 
length of the specimen. The compression specimens were nominally 0.25- or 0.13-inch 
(0.66- o r  0.34-cm) diameter and 0.6- and 0.3-inch (1.52- o r  0.79-cm) long. The 
specimens were tested in a modified fixture of the type employed by Alers,  Armstrong, 
and Bechtold (ref. 13). The ends of the specimen were lubricated with aluminum foil to 
minimize the buildup of secondary tensile s t r e s ses  due to friction. Similar heating and 
cooling techniques were employed for both the compression tes ts  and the tensile tes ts ;  
however, a few compression tests were performed at liquid-nitrogen temperatures 
(77' K) by immersing the entire fixture in a liquid-nitrogen bath. 

The tensile tes ts  were conducted to failure,  while the compression specimens 
were strained to approximately 5 percent. In several  tests, the s t ra in  ra te  was cycled 
by a factor of 10 during the course of the test to determine the strain-rate sensitivity. 
Metallographic studies were conducted on longitudinally sectioned samples that were 
electropolished in a 2-percent sodium hydroxide solution at 12 to 15 volts. Etching was 
performed in boiling 3-percent hydrogen peroxide. 

RESULTS 

Yielding and Fracture 

Unalloyed tungsten. - The mechanical property data fo r  unalloyed tungsten are 
listed in  table II. Figure 2 i l lustrates the effect of temperature on the ductility of arc-
melted tungsten annealed at 2255' K fo r  1hour. The data fell within the narrow scatter 
band (-30' K) which had been obtained previously for different lots of recrystallized 
arc-melted tungsten (ref. 11). 
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TABLE II. - MECHANICAL PROPERTIES OF UNALLOYED ARC-MELTED TUNGSTEN 

Annealed at 2255' K for 1 hr. 

Tem- Yield stress ir Fracture stress Ultimate tensile Reduction E longa - Yield stress in 
per - tension, in tension, stress in in  area, tion, compression 
ature, I "F tension percent percent 
-

OK 
ks i  m / m 2  

-77 
-200 
-228 

298 0 0 

366 0 0 

477 0 0 

545 
533 - 16.4 
589 - 67.0 
592 - 77.0 

680 - 76.0 
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Figure 2. -Variat ion of ducti l i ty with temperature for arc-melted tungsten 
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Strength values obtained for  arc-melted tungsten are shown in figure 3. The plot 
contains the yield s t r e s ses  in  tension uYt and compression cr

YC 
in addition to the 

brittle fracture stress in tension crF. Two features are immediately evident: (1) crY t b  
cr and crF fall on a continuous curve over the entire temperature range (77' to 680 K),

YC'
and (2) the yield stress increases rapidly with decreasing temperature, in  common with 
other body centered cubic (BCC) metals. These observations indicate that brittle fracture 
in unalloyed tungsten occurs at stress levels consistent with the level for macroscopic 
yielding. This result  has been well documented in the l i terature for  various BCC metals 
including steels (ref. 14), molybdenum (ref. 15), and tungsten (ref. 16). 
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- 0 Fracture 

Open symbols denote compression tests 

1000- 150 - Solid symbols denote tension tests 
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Temperature, "K 

Figure 3. - Effect of temperature on yield and fracture stresses of arc-
melted tungsten. 

Tungsten-Rhenium alloys. - Mechanical property data for the recrystallized W-Re 
alloys are given in table 111and figures 4 to 7. Figure 4 i l lustrates the variation of the 
tensile ductility with temperature for  four W-Re alloys compared with the previously 
described data for  unalloyed tungsten. Above approximately 600' K,  the ductility de
creased with increasing rhenium content and the slope of the ductility-temperature curves 
a lso decreased. No sharp change in  ductility was  noted for the W-25-percent Re alloy 
over the entire temperature range shown. For  convenience, a ductile-to-brittle transi
tion temperature Td will be defined as the temperature for  5-percent elongation (see 
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TABLE III. - MECHANICAL PROPERTIES OF ARC-MELTED TUNGSTEN-RHENIUM ALLOYS 

Tem - Yield stress in Fracture stres Ultimate tensile Reduction Elonga- Yield stress in 
per - tension, in tension, stress in in area, I tion, 1 compression 
%ture, U

Y t  OF tension percent percent 
k s iOK 


77 
298 
450 
477 
533 
560 
589 
644 
700 

77 
298 
477 42.6 294 
533 33.3 230 
589 30.4 210 
700 24.2 167 

77 
200 
298 
366 
422 
477 
589 
700 

~ 

W-1-percent Re 

W-2-percent Re 

15.1 1207 
90.0 62 1 

67.8 467 9 12 
68.9 475 14 22 
66.6 459 52 45 
59.3 409 47 46 

W-7-percent Re 

133.8 
125.6 
99.0 
79.3 

62.2 
53.0 

W -25-percent Re 

_-_  
729 2 
679 5. 5 
667 10 

94.2 649 28 
86.6 597 43 

570 75 
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100-Percent tungsten 

Tungsten-1-percent rhenium-. 

Tungsten-2-percent rhenium,, 

n-25-percent rhenium 

300 340 380 420 460 500 540 580 620 660 700 
Temperature, O K  

Figure 4. -Effect of rhenium on ductility of arc-melted tungsten. 

TABLE IV. - TRANSITION TEMPERATURES 

Rhenium content, 
at. % 

0 


1.0 

2.0 

7.0 

25.0 


Transition temperature, 
OK 

530 

530 

430 

450 

350 
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table IV). Additions of 2- and 7-percent Re lowered Td from 530' K for  unalloyed 
tungsten to 430' and 450' K, respectively. An addition of 1-percent Re had no effect on 

Td. The values of Td for  W-25-percent Re is considerably lower, approximately 
350' K. These resul ts  are in general agreement with those found previously by Klopp, 
et al. (ref. 7); however, in  that work, a minimum in the transition temperature was found 
at 2- to 5-percent Re, but the fewer compositions tested here  did not allow a confirmation 
of this minimum. 
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Figure 5. - Effect of composition on 77" and 600" K yield stresses. 

The composition dependence of the yield stress at 77' and 600' K is given in figure 5. 
The yield s t r e s s  increased continuously with concentration at 600' K. This is a normal 
solid solution hardening effect. But at 77' K the yield s t r e s s  decreased with increasing 
rhenium content. This behavior, (which may be termed "solution softening") is com
monly observed in BCC alloys at low temperatures (refs. 17 to 19).  However, the W-Re 
alloys a r e  unique in that alloy softening appears to be continuous with increasing solute 
content. Other alloy systems such as tantalum -rhenium and tantalum-molybdenum 
(ref. 17), iron-chromium (ref. 18) and iron-molybdenum (ref. 19) show a minimum at 
low concentrations after which the yield s t r e s s  increases again. 

The temperature dependence of uY and uF for W-Re alloys is shown in figure 6. 

10 




m 

c 

1400 
-

180 -1200 
-160 
--1000 -140 
-

N -5 800 - .s 120 
z a. -I 

m- 
m- m 100 
VI E ;600- x 
VI 80 

-
400 60 

-
40 
-
-20 
-2ool0 0 1 1 1 1 1 1 ! 

Stress 
0 Yield 
0 Fracture 

Open symbols denote 
compression tests 

Solid symbols denote 
tension tests 

1 1 1 1 1 1 1 1 1 

(a) Tungsten-1-percent rhenium. 
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(c) Tungsten -7-percent rhenium. (d) Tungsten-25-percent rhenium. 

Figure 6. - Temperature dependence of yield and britt le fracture stresses for tungsten-rhenium alloys. 
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As in unalloyed tungsten, uF fell close to the yield-stress temperature curve. The 
shape of the curves is s imilar  to that for unalloyed tungsten, except for  a broad plateau 
in the W-25-percent-Re data at 400' to 500' K. The differences between the alloys are 
better shown in figure 7 where the curves from figure 6 a r e  replotted on one set of co
ordinates. The temperature ranges where alloy softening and hardening occur are 
clearly shown here. 

1400 

1000 

200~103 ,

t \'"1\\iv,rTungsten-l-percent rhenium160 

120 

,-Tung sten-25-per cent rhenium 
I 

200 1 percent rhenium 

20 Unalloyed tungsten 

.I I I I I I I I I I 1 I I i J  
0 100 200 300 403 500 600 700 800 900 

Temperature, "K 

Figure 7. - Influence of temperature on yield stress of tungsten and tungsten-
rhenium alloys. 

Twinning in tungsten-25-percent-rhenium. - The 25-percent-Re alloy deformed 
partially by twinning at temperatures up to 800' K. An indication of the degree of twin
ning is illustrated in figure 8 where the lineal twin density after deformation to fracture 
is plotted against temperature. The twin density was uniform throughout the fractured 
gage section even though some of the specimens had necked slightly. This suggests that 
all the twins a re  nucleated early in the s t ress-s t ra in  cycle, and that they f i l l  the entire 
gage section. This has been demonstrated in molybdenum -rhenium alloys by Underwood 
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Figure 8. - Variation of twin density i n  fractured tungsten-25
percent rhenium with temperature. 

and Coons (ref. 20), who concluded that only lateral  twin growth may occur at higher 
strains.  

Work Hardening 

The s t r e s s  strain curves for unalloyed tungsten and the W-Re alloys were similar 
to those observed previously by Garfinkle (ref. 21) in (001) single crystals and 
Stephens (ref. 22) on polycrystals of these materials;  that is, the curves for unalloyed 
tungsten were characterized by smooth yielding followed by relatively high rates  of work 
hardening. The s t ress-s t ra in  curves for alloys containing 1- to 7-percent Re showed 
smooth yielding followed by lower rates of work hardening than measured in unalloyed 
tungsten. In the 25-percent-Re alloy, yielding was again smooth, except for the 
presence of small  load drops associated with twinning near the yield s t ress .  

Of special interest  is the temperature dependence of the work-hardening rate which 
is shown in figure 9. Included are data for (001) oriented tungsten single crystals f rom 
the work of Beardmore and Hull (ref. 23). The temperature dependence of the work-
hardening rate for unalloyed tungsten is very high, but that for  the W-Re alloys shows 
almost no variation with temperature in the range shown. The rapid increase in work

13 



25r 	 n Arc-melted tungsten 
0 Electron-beam melted tungsten 
0 [OOl] Single crystals (ref. 23)
a Tungsten-25-percent rhenium
cl Tungsten-7-percent rhenium 

I I 
0 100 200 300 400 500 600 700 800 900 

Temperature, "K 

Figure 9. - Effect of temperature on rate of work hardening at l-percent plastic 
strain for unalloyed tungsten and two tungsten-rhenium alloys. 

hardening rate  with decreasing temperature appears to be peculiar to the group VI 
metals, as it has also been observed in  molybdenum as well (ref. 24). Other BCC 
metals, such as tantalum and iron, have a work-hardening rate which decreases with 
decreasing temperature below room temperature (ref. 25). 

Strain-Rate Sensitivity 

Strain-rate cycling experiments were performed on a number of materials to 
determine the strain-rate sensitivity of the yield and flow s t resses .  In each experiment, 
the s t ra in  rate was cycled between the values of 8 . 3 ~ 1 0 - ~and 8. sec-' through
out the s t ress-s t ra in  curve. Plots were made of the variation of the change in s t r e s s  

against strain.  The value of ( A ~ s ) ~after a tenfold change in  s t ra in  rate ( A ~ s ) ~  for  
unalloyed tungsten was relatively independent of strain.  The results for the dilute W-Re 
alloys were similar.  For the W-25-percent-Re alloy, ( A ~ s ) ~increased with s t ra in  at 
low temperatures (5298' K) while at higher temperatures, the variation was similar to 

that for unalloyed tungsten. 
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In order to compare the s t ra in  rate sensitivity of the yield stress on a common basis, 
plots, such as those just described, were made f o r  all the tests, and the value of 
( A c ~ ) ~extrapolated to zero s t ra in  w a s  used to calculate the strain-rate sensitivity 
X as 

Plots of X against temperature for unalloyed tungsten and the W-1-percent-Re and 
W-25-percent-Re alloys a r e  shown in figure 10. The value of X passes  through a 
maximum at an intermediate temperature for  all the materials; this is typical of other 
BCC metals (ref. 26). The major differences between unalloyed tungsten and the alloys 
is a general decrease in h due to alloying and a smaller variation with temperature seen 
in the more concentrated alloy. This decrease in X is not surprising because there was 
a corresponding decrease in the temperature dependence of the yield s t r e s s  shown in 
figures 6 and 7. Temperature and strain-rate dependency are thus parallel quantities. 

4 . 0 ~ 1 0 ~  0 Unalloyed arc-melted tungsten 
0 Tungsten-1-percent rhenium 

3.6 t 0 Tungsten -25-percent rhenium 
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Figure 10. - Comparison of strain-rate sensitivity of unalloyed tungsten 
with two tungsten-rhenium alloys. 
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Fractography 

Metallographic studies were conducted on the fracture surfaces of most of the 
materials to determine the nature and origin of failure. In addition, longitudinal sections 
of some of the materials were examined for the presence of nonpropagating microcracks, 
observed previously in  chromium-rhenium alloys (ref. 27). 

Examination of the fracture surfaces of both unalloyed arc-melted tungsten and the 
dilute W-Re alloys revealed that the f ractures  were mainly cleavage with at most 20 per
cent of the fracture  surface containing intergranular facets. The initiation of failure in 
these materials always occurred near a grain boundary, as shown in figure 11. Here, 
f racture  apparently occurred by the intergranular parting followed by propagation of crack 
by cleavage. The initiation of failure can be determined by tracing the cleavage steps 
back to their common origin. Examination of f racture  surface replicas in  the electron 
microscope confirmed these .observations. 

In the W-25-percent-Re alloy, fracture was again mixed cleavage and grain boundary 
failure, but the percentage of the latter appeared to be increased. Gilbert, Klein, and 
Edington (ref. 27) have noted that i n  chromium-35-percent-rhenium,failure is almost 
totally intergranular, but cleavage failure is predominant in unalloyed chromium. The 
fracture  origin in  this alloy was more  difficult to determine, but examination of longitu
dinal sections using the light microscope revealed the presence of twin-induced grain 

Figure 11. - Crack formed at intersection of twin and grain boundary in tungsten-ZS-percent 
rhenium tested at 298" I<. XOOO. 
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Figure 12. - Fracture surface of arc-melted tungsten fractured in tension at 298" K. X w l .  

boundary cracking, as illustrated in figure 12. This feature was observed throughout the 
gage section. It is interesting to note that this is a nonpropagating crack which indicates 
that the fracture behavior of this alloy has altered to the point where microcracks of less 
than a crit ical  length are stable without catastrophic propagation. No microcracks were 
observed in unalloyed tungsten or  in any of the dilute alloys, although in  a few instances 
secondary cracks were observed branching off f rom the pr imary failure. 

DISCUSSlON 

In the previous sections, the temperature and strain-rate dependence of the yield and 
fracture  properties of unalloyed tungsten and tungsten-rhenium alloys were presented. 
The aim of the present section is twofold. First, the data will be correlated with recent  
theories of yielding ih the BCC metals in  order  to determine the effect of rhenium on 
dislocation mobility in tungsten. Second, the decrease in the ductile-brittle transi
tion temperature conferred by rhenium additions will  be discussed. 
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Temperature a n d  S t ra in  Rate Dependence of Y ie ld  St ress 

The object of this section is to analyze the data for  the temperature and strain-rate 
dependence of the yield stress in order  to ascertain the relevant dislocation mobility 
parameters.  In general, the techniques of Conrad and Hayes (ref. 8) were followed in 
this investigation. These have been highly successful in correlating data from other 
BCC metals. 

It is common practice to divide the yield stress into a temperature dependent 
(thermal component) and a temperature independent (athermal component) portion. This 
may be represented by 

* 
u = u  i - c r

Y I-L 

* 
The thermal component of the yield stress CJ is commonly known as the effective s t r e s s  
because it is this portion of the total applied stress which assists thermal fluctuations 
in pushing a dislocation past the various obstacles in the crystal. Such obstacles are 
usually classified as short  range because their energy is spread out over a few inter
atomic spacings. The athermal component of the yield s t r e s s  cr 

I-L 
represents the s t r e s s  

necessary to overcome long-range obstacles where the energy is spread over a wider 
distance and thermal fluctuations cannot assist the stress in bypassing them. 

If only one dislocation mechanism is controlling the yield s t r e s s ,  then one may write 
a rate  equation for  the deformation as (ref. 26) 

where E is the applied s t ra in  rate, is a frequency factor,  Ho is the thermal energy 
needed to bypass the *obstacle in the absence of stress, k is Boltzmann's constant, T is* *  
temperature, and V is the activation volume for deformation. The term V CT repre
sents the work performed in moving past the obstacle. The activation volume is usually 
s t r e s s  dependent. It may be obtained from the strain-rate sensitivity as (ref. 26) 

kT 
(4) 


where the derivative of s t r e s s  in the strain-rate sensitivity is replaced by the derivative 
of the effective s t r e s s  because this is the only portion of the stress which is strain-rate 
dependent. The quantity Ho is obtained from a plot of the activation energy H against 
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* *  
stress, where H is given as Ho - V CT . The activation energy may be determined from 
both the temperature and strain-rate dependence of the yield stress as 

- Thus, measurement of Ho and V* as a function of stress allows one to characterize 
w 

I completely the deformation processes occurring. The final s tep is then to compare the 
resul ts  with the identical quantities calculated from theory for a particular obstacle. In 

1 this section, the relevant parameters will be calculated for tungsten and the W-Re alloys. 
A s  an  initial s tep in  the separation of the yield stress into its two components, a 

procedure given by Conrad and Hayes (ref. 28) will be employed. Here, the yield stress 
at two temperatures is compared by subtracting the yield stress at some reference tem
perature Tr from the yield stress at the temperature of interest  T: 

u - cr = (OT+ GPT) - (Jkr+ u )* 
Tr pTr 

Because the stress cr 
I-1 

is independent of temperature (except for  the small  temperature 
dependence of the elastic constants), we obtain 

Thus, a plot of the stress difference in  equation (6)  as a function of temperature, 
represents the variation of the effective stress with temperature. This difference in 
stress is plotted in figure 13 for both unalloyed tungsten and the W-Re alloys. For con
venience Tr was taken as 589' K. It is evident that rhenium decreases the thermal 
component of the yield stress in tungsten. At 77' K, this reduction is from 178 000 psi 
(1227 MN/m2) for  unalloyed tungsten to 57 000 psi (393 MN/m 2) for the W-25-percent-Re 

I 
I alloy. Smaller reductions are noted for  the more dilute alloys.
a


.? Although decreases  in thermal component of the yield stress are evident in fig 

1 ,  
, ure 13, reference to figure 7 indicates that the yield stresses at temperatures above ap
i 
? proximately 400' K increase with increasing rhenium content. This is an indication of 

an increase in the athermal component of the yield stress with alloying, which becomes 
predominant at the higher temperatures. 

I The strain-rate sensitivity data of figure 10 can now be employed with equation (4) 
I to calculate the activation volume for  the process. This is shown in figure 14 plotted as 
~ 

1 	 a function of the thermal component of the yield stress from figure 13. The activation 
volume is normalized by dividing by the cube of the Burgers vector (ref. 26). It can be 
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Figure 13. -Temperature dependence of thermal component of yield stress for 
tungsten and tungsten-rhenium alloys. 

noted from figure 14 that all the data fall reasonably on the same curve, indicating that 
the activation volume is a single function of the effective stress in both unalloyed tungsten 
and the alloys. This suggests that a similar obstacle controls plastic deformation in a l l  

the materials. d) 
The second quantity needed to characterize the deformation is Ho. This is most 

accurately determined by combined temperature and s t ra in  cycling on the same specimen 
c 

to obtain values of H *(eq. (5)) as a function of temperature. Extrapolation of H to the 
temperature where u = 0 yields Ho. In the present study, temperature cycling studies 
were not conducted; however, Ho may be approximated to indicate its change with com
position. Equation (3) may be rewritten as follows: 

* *  
0 V = Ho + kT I n ( k o ; )  
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Figure 14. - Stress dependence of activation volume for all materials. 

At absolute zero,  the relation becomes 

* 
where (. )T=O is now the effective stress at absolute zero. The change of Ho with* 
composition may be approximated by noting from figure 14 that V is nearly *independent 

i t  of stress at low temperatures. Thus Ho is approximately proportional to (a )T=O. The 
data in figure 13 give the variation of uT - uT with temperature and composition. In 
the appendix a method for computing u* and its extrapolation to T = 0' K are given.* 
The values of (u )T=O are listed in table V. Note that it decreases continuously with 
increasing rhenium content. Equation (9) then implies that Ho also decreased similarly 
with composition. In the next section, a physical interpretation of Ho is given, and 
additional evidence for this composition dependence is presented. 
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TABLE V. - PARAMETERS USED IN 

DORN-RA JNAK ANALYSIS 

Rhenium Effective s t r e s s  Temperature for 
composition at absolute zero,* TO 

percent 
uO OK 

725 
680 

204.0 6 80 

146.8 700 
25.0 96.0 435 

u* = 0, 

Dorn-Rajnak Treatment of Data 


This section correlates the parameters calculated in the previous section with recent 
theories of yielding in the BCC metals. Although several  theories of yielding have been 
suggested in  recent years,  only a few appear now to have survived a crit ical  comparison 
with available experimental results. The most successful theories have been those in 
which the rate-controlling mechanism is one involving the intrinsic properties of the 
crystal lattice rather than a n  interaction with either impurity atoms o r  other dislocations. 
A mechanism which has gained much favor in recent years  is overcoming the Peierls 
s t r e s s  by the nucleation of kink pairs in screw dislocations (refs. 26 and 29). The 
Peier ls  s t r e s s  represents an obstacle, due to the periodic variation of energy in  a crys
tal, and a r i se s  because of the necessity of the dislocation core to change its configuration 
as it passes between adjacent equilibrium positions in  the lattice. The double kink 
mechanism allows a dislocation to move by initially permitting a small  segment of the 
line to move over the Peier ls  bar r ie r .  Once the nucleation of this loop is complete, the 
kinks (the sides of the loop) are able to move easily along the line and produce the forward 
motion of the entire dislocation by one slip spacing. The nucleation of kinks can occur 
under the combined influence of s t r e s s  and temperature. The double kink mechanism of 
overcoming the Peierls s t r e s s  has been examined in detail by Dorn and Rajnak (ref. 29) 
and critically applied to a number of BCC metals by Christian and Masters (ref. 25) and 
Guyot and Dorn (ref. 30). The Dorn-Rajnak treatment results in theoretical plots of the 
yield s t r e s s  against temperature that may be compared with experimental data. Fig
ure  15 shows the variation of the effective yield s t r e s s  with temperature for unalloyed 
tungsten and the W-Re alloys. The effective s t r e s s  is plotted as a rat io  of the value at a 
given temperature to that extrapolated to absolute zero. The temperature is normalized 
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Figure 15. - Dorn-Rajnak plot for tungsten and tungsten-rhenium alloys. 

by a temperature To above which the kinks may be nucleated by thermal energy alone. 
The solid line is the variation required by theory, and the data were fitted by employing 
the extrapolated effective s t resses  (see appendix) and by adjusting the parameter To. 
The values of To and cr: a re  given in table V.  Dorn and Rajnak actually give three 
different curves of this type for different shapes of the Peier ls  energy bar r ie r .  I have 
chosen the curve for a simple parabolic bar r ie r  for convenience because the other curves 
only vary by about 10 percent from it. 

The degree of f i t  with the Dorn-Rajnak plot varies between the materials. For un
alloyed tungsten and W-1-percent Re, the f i t  is excellent over the entire temperature 
range. But pronounced deviations exist at higher temperatures for the other alloys. This 
is particularly evident in the W-25-percent-Re alloy. Here, the deviations occur above 
approximately 200' K. This infers that a change in deformation mechanism occurs in the 
alloy at that temperature. Before attending to these deviations, the parameters obtained 
from the plot in figure 15 will be discussed. The effective stress at 0' K is identified by 
Dorn and Rajnak as the Peier ls  s t r e s s  TP (where TP is a shear s t ress ) .  The value of 
To is directly proportional to the energy to form a pair of kinks Ho. The values for  the 
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* 
parameters  in  table V indicate that both To and uo a r e  reduced by alloying with 
rhenium. In the Dorn-Rajnak treatment, this infers a reduction in the Peierls stress 
and in the kink nucleation energy. The latter te rm may also be identified with the value 
of Ho calculated in the previous section which also decreased with increasing rhenium 
content. 

A reduction of the Peier ls  stress by alloying in BCC metals has been suggested 
previously to explain decreases  in the low-temperature yield stress of tantalum-rhenium 
single crystals (ref. 17). Gilbert, Klein, and Edington (ref. 27) arrived a t  a similar 
conclusion with regard to some low-temperature hardness resul ts  on chromium-rhenium 
alloys. The Peier ls  s t r e s s  may be reduced by either an alteration of the shape or the 
relative height of the Peier ls  energy barr ier .  These a r e  essentially equivalent to saying 
that either the width of the dislocation core is increased or that the elastic modulus is 
reduced. With regard to the latter, Hay and Scala (ref. 31) have reported that an addition 
of 3 percent rhenium reduced the shear  modulus of tungsten by approximately 18 percent. 
The decrease in the Peier ls  s t r e s s  for  this composition was  estimated from the data in 
table V and found to be 16 percent, which is in excellent agreement with the modulus de
crease.  

A more efficient manner in which the Peierls stress may be decreased by alloying is 
by broadening of the dislocation core. Mitchell and Raffo (ref. 17) assumed that the 
Peier ls  s t ress  was reduced in the immediate vicinity of the solute atom. This region is 
then capable of acting as a kink nucleation site. This requires only a small  amount of 
solute, that is, 0.1 to 2 percent. Alternately, if the screw dislocations a r e  dissociated, 
alloying may have the effect of lowering the stacking-fault energy and subsequently in
creasing the width of the dislocation. In the next section, evidence is presented which 
points to this process as being controlling in the W-25-percent-Re alloy. The reasons for 
the reduction in the Peierls s t r e s s  in the dilute alloys a r e  not clear and could be any of 
the three possibilities mentioned. 

Deformation of the  Tungsten -25-Percent-R henium AI loy 

The Dorn-Rajnak plot in figure 15 indicated a change in deformation mechanism at 
higher temperatures fo r  the alloys, particularly W-25-percent-Re. In succeeding 
paragraphs, it will  be shown that the new mechanism may result  from a lowering of the 
stacking-fault energy of tungsten by rhenium alloying. This is also the basis for the 
prominent mechanical twinning observed in this alloy and the decrease in the Peierls 
s t r e s s  previously mentioned. 

Guyot and Dorn (ref. 30) have also observed deviations for iron-manganese and iron-
molybdenum alloys similar to those seen in figure 15. They attributed these deviations 
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to a new deformation mechanism. This mechanism assumes that screw dislocations are 
dissociated in BCC metals and the resulting stacking fault must be constricted in order to 
move them. Mitchell, Foxall, and Hirsh (ref. 32) originally suggested this as a source 
of the large temperature dependence of the yield s t r e s s  in BCC metals. 

For example, a screw dislocation with Burgers vector a/2 (111) can dissociate in 
the following manner: 

a (111) -a (111) + 5 (111) (11)
2 6 3 

The partial dislocations lie on a { 112 } plane and are separated by a ribbon of stacking 
fault. The a/3 (111) dislocation can further dissociate under stress on another inter
secting { 1 1 2 )  plane into two partial dislocations of the type a/6 (111). The resulting 
total dissociation may be represented by 

5 (111) -a (111) + 5 (111) + a (111) (12)
2 6 6 6 

Because dissociation results in a decrease in energy of the dislocation array,  the latter 
dissociation produces a more stable configuration and also one which is sessile because 
it resides on two slip planes. In order to move this configuration, the reactions in 
equations (11) and (12) must be reversed and this is possible only under an applies s t ress .  
A similar sessile configuration may be produced by dissocation on { l l O }  planes, 
although, in this case, the f ina l  configuration consists of stacking faults on three inter
secting slip planes. Arguments such as these have been highly successful in explaining 
many anomalies in  the choice of an observed particular sl ip system in BCC metals 
(refs. 33 and 34). 

Escaig (ref. 35) has derived the relations for the yield s t r e s s ,  activation volume, 
and activation energy for  the recombination of these dissociated screw dislocations. For 
sl ip on { 1 1 2 )  planes, the yield s t r e s s  takes the form (ref. 35) 

* 
where T

Y 
is the effective yield s t r e s s  in shear and z is a parameter equal to 
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Figure 16. - Variation of yield stress wi th reciprocal absolute 
temperature for tungsten-25-percent rhenium. 

* * 
where T~ is the value of T

Y 
at absolute zero.  This can be related to the stacking fault 

energy y' by 

* 
??-= 0.0266 - -(-)2 To 
Pb 3 P  

The activation volume is given by 

Each of these relations was tested for the W-25-percent-Re data. Figure 16 is a plot 
of the total yield stress against reciprocal temperature. At high temperatures, the data 

c

follow equation (13) very well. At lower temperatures, yielding occurs at a s t r e s s  lower 
than that obtained by extrapolation of the Escaig relation. The 'data can be extrapolated 
to 1/T = 0 to obtain a u 

P 
value of 53 500 psi  (369 MN/m2). If this is subtracted 

from u
Y' 

the results for the effective stress variation can be used to obtain a stacking 
fault energy y ' .  This was done graphically after the appropriate value of z was ob
tained from the slope of the straight line at high temperatures. Figure 17 shows a plot

* 2  * * 
of the activation volume against (1/~) (where T = 1/2 u ) as required by equation (16). 
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Figure 17. - Variation of activation volume with ( l / ~ * ) ~for tungsten-25-percent rhenium. 

TABLE VI. - VALUES OF SHEAR YIELD STRESS AT 

ABSOLUTE ZERO AND STACKING FAULT ENERGY 

OBTAINED FROM ESCAIG ANALYSIS 

FOR SLIP ON { 112} PLANES 

Forma l i zed  by shear  modulus and the 

Burgers '  vectors.  
J
I 

Yield stresses 0.0156 0.0162 7 0 6 ~ 1 0 - ~1 Activation volume 1 ,0130 1 .0180 I 785 1 
Again a stacking-fault energy was obtained from the slope of the curve. The values of* 
T~ and y' obtained from both sets of data a r e  given in table VI. The data are internally 
consistent as evidenced by the similari t ies of the two values obtained for 7 ' .  

There is considerable evidence for a decrease in the stacking-fault energy by the 
addition of rhenium to the group VI metals. First, mechanical twinning becomes promi
nent at high temperatures in these alloys, indicating that the twinning s t r e s s  is lowered. 
Simple models of the twinning s t r e s s  (ref. 36) show it to be proportional to the stacking-
fault energy and hence a lowering of y' would promote a lowering of the twinning stress. 
In addition, Votava (ref. 37) and Ogawa and Maddin (ref. 38) have made direct  observa
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tions of stacking faults in molybdenum -35 percent rhenium by transmission electron 
microscopy. Ralph and Brandon (ref. 39) observed stacking faults by field ion micro
scopy in W-5- and W-26-percent-Re alloys. Stacking faults have not been observed in 
unalloyed tungsten. Aqua and Wagner (ref. 40) also noticed a n  increase in  the fault 
probability in W-20-percent Re by studying the X-ray line broadening in heavily deformed 
samples. 

In summary, the cumulative evidence presented herein implies a decreased stacking-
fault energy in W-Re alloys. Because the decreased value of y' implies an increased 
dislocation width, a lower Peierls s t r e s s  should result. Arsenault (ref. 41) has  
indicated that only a small  increase in  the width of the dislocation core is necessary to 
produce a large decrease in the Peierls s t ress .  The calculation showed that an increase 
in width from b to 2b results in a reduction in the Peierls stress by a factor of 100. 
An additional factor which deserves mention here is that studies of sl ip lines in W-Re 
and molybdenum-rhenium alloys (refs. 21 and 27) indicate that { 112 } slip becomes -a 
preferred mode. This suggests that the decrease in  the stacking-fault energy may be 
anisotropic with a consequent lower critical resolved shear stress on { 112) planes. 

Ductile-B rittle Transition 

A measure of the probability of brittle fracture in a given material  is the relative 
ease at which the energy stored near a crack tip can be dissipated. If the motion of dis
locations is very difficult, the energy is released as the surface energy of the crack, 
and the material will be completely brittle. Hull, Beardmore, and Valentine (ref. 42) 
have seen indications that this is the case for unalloyed tungsten at 77' K. If plastic 
deformation can be made to occur readily, more energy can be released in this way, which 
results in  a blunting of the crack tip. 

In order to blunt the crack, large amounts of plastic deformation should precede the 
moving crack. This requires a relatively high mobility of dislocations and/or a high 
mobile dislocation density. The decrease in the effective s t r e s s  as a result  of alloying 
with rhenium observed in this study indicates an  increased value of the dislocation 
mobility at a given s t ress .  In addition, Stephens (ref. 22) observed that the dislocation 
multiplication rate in tungsten is increased by alloying with rhenium. Thus, a t  a given 
s t r e s s  and temperature, alloying with rhenium promotes an  increase in  the plastic-strain 
rate in front of a moving crack, with subsequent crack blunting. In the W-25-percent-Re 
alloy, this has progressed to the point where cracks below the cri t ical  size for propaga
tion are observable in the light microscope (see fig. 10). 

In contrast, no stable microcracks were observed in  the dilute alloys. This suggests 
that crack initiation at or near grain boundaries is rate controlling as in unalloyed tung
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sten or that the critical crack length is too small  to be observed. 
Although we have observed a continuous decrease in the Peierls' stress with in

creasing rhenium content, Klopp, Witzke, and Raffo (ref. 7) observed that the 

transition temperature passes through a minimum at low rhenium contents. This may 

resul t  from two competing factors. First, the propensity for  crack blunting is increased 

because of the higher dislocation mobility. However, the total stress normal to the crack 

increases because of the presence of an increasing athermal component of the yield stress 

due to solid solution hardening. This balance between the tendency for  crack blunting and 

the increased applied stress may lead to a minimum in the transition temperature. At 

higher rhenium contents, the effective stress has decreased to the point where it now 

plays a bigger role and hence the transition temperature begins to decrease again. 


CONCLUSIONS 

From a study of the mechanical properties of tungsten-rhenium alloys, the following 
conclusions have been reached: 

1. The temperature and s t ra in  rate dependence of the yield stress of tungsten is 
decreased by alloying with rhenium. 

2. The work-hardening rate at l-percent plastic s t ra in  for  unalloyed tungsten in
creases rapidly with decreasing temperature, but it is relatively independent of temper 
ature  in tungsten-rhenium alloys in the temperature range 300' to 800' K. 

3. The yielding of unalloyed tungsten and dilute tungsten-rhenium alloys is consistent 
with a model involving the nucleation of kink pairs over the Peierls' barr ier .  Alloying 
with rhenium reduced the Peierls' stress, presumably through a reduction in the stacking-
fault energy. 

4. Yielding appears to be controlled by the double kink mechanism at low temper
atures  in tungsten-25-percent rhenium. At high temperatures, a mechanism involving 
the recombination of dissociated screw dislocations fits the data better, which indicates 
a reduced stacking-fault energy. 

5. The reduction in  the transition temperature in tungsten-rhenium alloys seems to 
arise from an increased plastic s t ra in  at crack tips as a resul t  of increased dislocation 
mobilities and multiplication rates. 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, January 22, 1968, 
129-03-02 -02-22. 
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APPENDIX - DETERMINATION OF EFFECTIVE STRESS 
* 

In order  to determine the value of the effective stress cr , the value*of the athermal 
component cr

P 
should be known. Consider a temperature To where cr = 0. This 

would correspond to the temperature where thermal energy is able to push the dislocation 
past the obstacle without the aid of stress. At and above To, the temperature dependence 
of the yield stress will be that given by the temperature variation of a

P *  
As indicated 

previously, the only contribution here is that due to the temperature dependence of the (. 

elastic constants. Thus, To will be defined when 

dcr
Y - dM 

dT dT 

where M is the elastic modulus. Plots of dcr/dT against temperature were extrapolated 
to the temperature where equation (Al) was obeyed. The stress at this temperature was* 
thus taken as the athermal component cr

EL 
which was subtracted from crY to obtain cr . 

The modulus data were taken from Armstrong and Brown (ref. 43).* 
The extrapolation of CT to absolute zero  was*performed in a mmber of ways. The 

most consistent results arose from a plot of In CJ against T .  This method has been 
previously employed by Conrad (ref. 26). 
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